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Auftraggeber:
Client:

Dongyang Hesen Hardware Factory
Xiahuang Industrial Park, Huxi Town, Dongyang, Zhejiang 322117 P. R. China

Gegenstand der Priifung:

NON-SLIP MAT, PVC FOAM

Test ltem:

Bezeichnung: NA

Identification:

Anlieferungszustand: einwandfrei Eingangsdatum: Jul. 10, 2009
Delivery condition: apparent good Date of Receipt:

Priifort: Ningbo Product Technology Service Co., Ltd.

Testing Location:

Priifgrundlage:
Test Specification:

1. 6 Phthalates (2005/84/EC)

Priifergebnis:

Nach Art und Umfang der durchgefiihrten Priifungen entspricht der

Test Result: Priifgegenstand oben genannter Priifgrundlage.
According to the kind and extend of tests performed the test item passed test
specification.
gepriift/ tested by: kontrolliert/ checked by:
e T N Neder
Jul. 16,2009 Tom Xie Jul. 16, 2009 Dr. Thorsten Keiter
Project Engineer General Manager
Datum Name Unterschrift Datum Name Unterschrift
Date Name Signature Date Name Signature

Sonstiges/ Other Aspects:

Test period: Jul. 10, 2009 - Jul. 13, 2009
Attachment: Photographic documentation

Remark: Please be kindly informed that all the content recorded in captioned report N09071320 issued on Jul. 15,

2009 is cancelled and now superseded by N09071320R.

Abkdrzungen: ok/P = entspricht Priifgrundiage
fail/F = entspricht nicht Priifgrundiage
n.a./N = nicht anwendbar

Abbreviations: ok/P = passed
fail/F = failed
na. /N = notapplicable

Dieser Priifbericht bezieht sich nur auf das o.g. Priifmuster und darf ohne Genehmigung der Priifstelle nicht
auszugsweise vervielfiltigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Priifzeichens.

This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be
duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products.

TUV Rheinland / CCIC Ningbo Co., Ltd. - 8F Yonggang Modern Building 188 Jinghua Road, Hi-Tech Park - Ningbo 315103 - P.R. China
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Test specification

Test method

Requirement

6 Phthalates (2005/84/EC, amending for 22n4 time council directive 76/769/EC)

Analysis of plastics — 21st notification: detection and quantification of
plasticizers; BGESUNDHEITSBL 15 (1972) 136, solvent extraction and
quantification by gas chromatography-mass selective detector (GC-MS)
2005/84/EC

Tested Item: NON-SLIP MAT, PVC FOAM

Phthalates CAS No. Requirement Result Conclusion
Dibutyl phthalate (DBP) 84-74-2 -- <0.005% -~
Butyl benzyl phthalate (BBP) 85-68-7 - <0.005% -
Di-2-ethylhexyl phthalate (DEHP) 117-81-7 - <0.005% -
Sum(DBP, BBP and DEHP) - 0.1% <0.015% Pass
Di-n-octyl phthalate (DNOP) 117-84-0 -- <0.005% -
Di-iso-nonyl phthalate (DINP) 28553-12-0 - <0.005% -
Di-iso-decyl phthalate (DIDP) 26761-40-0 -- <0.005% =
Sum(DNOP, DINP and DIDP) -- 0.1% <0.015% Pass

Main test instruments used for this method:

Instrument

Manufactory Model / Type

GC-MS

Agilent Technologies GC (7890)-MS (5975C)

End

Attached please find sample photo(s) of submitted specimen(s).






